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ABSTRACT 

Friction stir welding (FSW) is a solid state joining method for metal and is widely used for 

Al-Alloys. In the present work ,temperature distributions were investigated for Aluminum alloy 

(7008), the effect of the main welding parameters such as rotational speed (tool speed) and liner 

speed (welding speed) on the temperature distribution were investigated .The results show that the 

rotational speed has a strong effect on the temperature distribution and this effect increases with 

temperature increase, but the linear speed has an (inverse proportion) with the temperature increase. 

This effect was less than the rotational speed. Peak temperature was estimated theoretically by 

using (Bakingham ) theorem to derivate the relationship between the dimensionless heat input and 

dimensionless peak temperature. In this study a mechanical test (tensile test) for welded specimen 

was investigated to study the effect of temperature distribution on the mechanical properties of the 

alloy, results show that Aluminum alloy (7008) was weldable on the (FSW) process and obtain an 

maximum weld efficiency (81%) with parameters (880 rpm) rotational speed and (1 mm/sec) 

welding speed. By comparing test results with peak temperature to the Al-Alloy the obtained result 

was that the welding process is successful when welding temperature be (75-80%) of melting point 

of the used material. 

 

 الخلاصة

تخدو بشنكم ٔاعن  ة ٔتعتبر ينٍ طنرق نحناو انحاننة ان نهبة نهًعنا ٌ ح ن  ت نانهحاو بالاحتكاك ٔاندعج ْي إحدٖ طرق انهحاو انحديث

ٔ  اعنة تنير ر يتر نرال انهحناو يثنم ( 7008)فني ْن ا انبحن  تًنا   اعنة عًه نة تٕحين  انحنرا   ن نب كة  نًُ نٕو .ن بائك الأنًُ نٕو

عهنٗ تٕحين    تنال انحنرا   نه نب كة  هحناوانتي تًثم عرعة   ا  انهحاو ٔان نرعة انخي نة انتني تًثنم عنرعة ان (ان رعة اندٔ اَ ة)

باعتخداو ياكُة انتفريز انً كاَ كي انعًٕ ية ٔيٍ ْ ِ اند اعة  تضح اَّ نه رعة اندٔ اَ ة تير ر كب ر عهٗ   تال انحنرا   ٔيكنٌٕ 
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تننال انحننرا   ايننا ان ننرعة انخي ننة فهٓننا عطرننة عك نن ة ينن  ا تفننا     .ل انحننرا  ْنن ا انتننير ر لأ عطرننة طر يننة ينن  ا تفننا    تننا

ٔتنى  يضناا اعنتءرار   تنال انحنرا   انء نٕٖ نه نب كة نءن ى يختهفنة ينٍ ان نرعة  .فني ان نرعة اندٔ اَ نة ّٔتار رْا ارم يًا ْٕ عه 

تًا   اعة َظرية يٍ خطل اشتءاق انعطرة ب ٍ كً ة انحرا   انداخهنة ٔ  تنة انحنرا   انء نٕٖ .اندٔ اَ ة ٔان رعة انخي ة عًه اا 

تنى بعند لاننك إتنرار فحن  . ٓا ب اَ اا نهح ٕل عهٗ يعا ننة ينتى انح نٕل يُٓنا عهنٗ   تنة انحنرا   انء نٕٖ َظريناا نه ب كة ٔ عً

نهع ُال ند اعة تار ر   تال انحنرا   عهنٗ انخنٕال انً كاَ ك نة نه نب كة بعند نحايٓنا بٓن ِ انيريءنة ٔبُناراا ( فح  انشد)ي كاَ كي 

باعنتخداو %( 81)ان نب كة رابهنة نهحناو بٓن ِ انيريءنة ين  انح نٕل عهنٗ كفنار  ر نٕٖ  عهٗ انُتائج انتي تى انح ٕل عه ٓا ٔتد اٌ

ٔيٍ خطل يءا َة َتائج انفحن  ين    تنال انحنرا   ( را  عرعة نحاو/يهى 1 ر ءة عرعة  ٔ اَ ة ي  /  ٔ    880)يتر رال نحاو 

ينٍ   تنة %( 80-75)ا   انهحناو بًنا يعنا ل انء ٕٖ نه ب كة تى انح ٕل عهٗ َت جة عًه ة انهحاو َجحا عُند ٔونٕل   تنة حنر

                  .                                                                                                                            ةاَ ٓا  ان ب ك

 KEYWORD: Friction stir welding, Temperature Distribution, Peak Temperature. 

INTRODUCTION   

Welding is a materials joining process in which two or more parts are coalesced at their contacting 

surfaces by suitable application of heat and/or pressure (Groover, 2002) . The welding processes are 

devided into three major groups: Fusion welding ,Solid state welding And Adhesive bonding: 

(Serope, 1997). Friction Stir Welding is a relatively new joining process, invented at the welding 

institute (Cambridge, UK) in 1991 and developed initially for aluminum alloys, it is a solid-state 

joining technique. The weld is made in the solid phase, that is no melting. Since its invention, the 

process has received world-wide attention and today companies in Scandinavia, Japan and the USA 

are using the technology in production, particularly for joining aluminum alloys. High quality weld 

can generally be fabricated with absence of solidification cracking, porosity, oxidization and other 

effects resulting from traditional fusion welding (Hemanth,2006). NASA is using this kind of 

welding on the space shuttle. This kind of welding can help the shuttle be strong, but light 

(NASA,2002). FSW has been successfully used to weld similar and dissimilar cast and wrought 

aluminum alloys, steels as well as titanium, copper and magnesium alloys, dissimilar metal group 

alloys and metal matrix as well as to weld hollow objects such as tanks and tube/pipe, and parts 

with 3-dimentional contours (Terry Khaled,2005). Friction Stir Welding method of joining is based 

on the fact that the metal is subjected to heavy plastic deformation at high temperatures, but lower 

than the melting point, so the basic concept of FSW is remarkably simple, a rotating tool with pin 

and shoulder is inserted in the material to be welded, and traversed along the line of interest as 

shown in Fig.1.  
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Fig.1: (1 Rotating Tool is Plunged into the Joint Line and Moved Along the Joint. Neither 

Flux nor Filler Material are Used. (SAPA group, 2003)                                 

 

Frictional heat, generated mostly under the tool's shoulder, softens the material. During FSW the 

workpiece is placed on a backup plate and clamped rigidly by an anvil a long the far side to prevent 

lateral movement. The pin may have a diameter one third of the cylindrical tool and typically has a 

length slightly less than the thickness of the workpiece. The pin forced into the workpiece until the 

shoulder contacts the surface of the workpiece while the tool descends further; its shoulder surface 

touches the top surface of the workpiece and generates heat. The metal is softening and the tool 

moves along the line of weld. The pin of the rotating tool provides the "stir" action in the material 

of the workpiece. (Hemanth, 2006). 

(Mohanad Okab, 2007) investigate mechanical and microstructural properties of friction stir 

welding joints for a typical high strength precipitation hardening Aluminum alloys (7020-T6). 

Effect of welding parameters on mechanical properties of welded joints were investigated using 

different mechanical tests Based on the stir welding experiment conducted in this study the results 

show that Aluminum alloy (7020-T6) can be welded using (FSW) process with maximum welding 

efficiency (87.52%) in terms of ultimate tensile strength using optimum welding parameters 

(900RPM tool rotational speed, 60 mm/min. welding speed and 0.25mm plunging depth of welding 

tool). (Hemanth, 2006) in his thesis, developed  a three  dimensional model to obtain the 

temperature distribution in the workpiece using ANSYS. A trend line equation which predicts the 

peak temperature attained during friction stir processing was also developed. The predicted peak 

temperature is used to obtain the temperature contours through out the workpiece. Friction stir 

processing was simulated for material Aluminum 5052. Using average values for material 

properties instead of temperature dependent values affects the final results to a small extent. Using a 

moving heat source technique is proved to be a reliable method to simulate friction stir processing. 

(Roy and his group, 2006)  developed a dimensionless correlation based on Buckingham's -

theorem to estimate the peak temperature during friction stir welding (FSW)., it can also be used for 

the selection of welding conditions to prevent melting of the workpiece during FSW. The 
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correlation includes thermal properties of the material and the tool, the area of the tool shoulder and 

the rotational and translation speeds of the tool. The peak temperatures reported in the literature 

during FSW of various materials and welding conditions were found to be in fair agreement with 

the proposed correlation. (Chao, 2003) formulated the heat transfer of the FSW process into two 

boundary value problems (BVP)-a steady state BVP for the tool and a transient BVP for the 

workpiece. To quantify the physical values of the process the temperatures in the workpiece and the 

tool are measured during FSW. Using the measured transient temperatures. Fields finite element 

numerical analysis were performed to determine the heat flux generated from the friction to the 

workpiece and the tool. Detailed temperature distributions in the workpiece and the tool are 

presented. Discussions relative to the FSW process are then given. In particular, the results show 

that: The majority of the heat generated from the friction, i.e., about 95%, is transferred into the 

workpiece and only 5% flows into the tool and the fraction of the rate of plastic work dissipated as 

heat is about 80%.( Richardson, 2003 )presented a new heat transfer model for predicting heat 

transfer in friction stir welding (FSW). In this model, Experimental results indicate that the 

temperature at the tool shoulder contact surface hardly changes with the weld speed and the tool 

rotational speed. It can be expected that local melting does occur in FSW. So, both the tool 

rotational speed and the weld speed do not significantly affect the maximum temperature in the 

weld. The weld speed affects the distribution of temperature in the workpiece. And a perhaeting 

time is important in FSW; it makes the weld easier. (Chao and Qi, 1999) in this work, a three-

dimensional finite element analysis of the FSW process was  used. The modeling effort includes a 

decoupled heat transfer and a subsequent thermomechanical analysis. The temperature fields during 

the welding, the residual stress distribution and distortion of the workpiece after the FSW process 

are studied. The results from the modeling are consistent with the available experimental data and 

trends. The model is then used to study the fabrication process of the FSW for the effect of plate 

thickness and welding speed. 

THEORETICAL ANALYSIS 

The peak temperature of the workpiece and the effective parameter on it was studied by 

using Buckingham (pi) theorem to develop a dimensionless correlation. 

In physical systems, certain quantities, such as mass, length, and time or (force, length, and time), 

are considered to be fundamental quantities since they cannot be expressed in simpler terms. All 

other physical quantities may be expressed in terms of these fundamental quantities.  

Velocity is a length divided by time, and density is mass per unit volume (length cubed). (Ranaldv, 

1992)   
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Prediction of the dimensionless Correlation Formulla :-(Roy, 2006) 

The variables that influence the peak temperature "Tp" are identified as: 

 The heat input per unit length to the workpiece (f8A). 

 The rotational velocity of the tool (w). 

 The thermal property of the workpiece. (k/cp) 

 The translation velocity of the tool. (V) and 

 The initial or preheat temperature of the workpiece. (Tin)  

In these variables, 8 represents the yield stress of the workpiece at a temperature of 0.8Ts where 

(Ts) is the solidus temperature, A is the cross sectional area of the tool shoulder defined 

as.  22

io RRA                                   (1) 

Where oR  and iR  are the shoulder and Pin radius respectively. 

The factor (f) represents the ratio in which heat generated at the tool shoulder / workpiece interface 

that is transported between the tool and workpiece. 

Its value can be calculated based on steady-state one dimensional heat transfer from point heat 

source located at the interface of dissimilar materials.(Roy, 2006). 

  
   2/1

2/1

T

w

CPk

CPk
f




          (2) 

Where the subscript W and T indicate the workpiece and tool respectively, 

k is the thermal conductivity  (W/m°C) 

Cp is the specific heat , at  constant pressure (kJ/kg°C) and ,σ(kg/m
3
) 

 is the density of the material. Thermal conductivity, k and specific heat, Cp are dependent on 

temperature. The temperature varied from room temperature to high values so the k and Cp changed 

to form the temperature variation. The values of k and Cp would brought from. (Hemanth, 2006) 

The physical quantities are: f (8A, Tp, W, V, Tin, k/cp) = 0 

The fundamental dimensions in (M, L, T and θ units are):-  

8A = ML/T
2 

,  Tp =  , W = 1/T , V = L/T , k/cp = M/LT , Tin =  

According to Bukingham -theorem there will be (6) physical quantities and (4) fundamental units. 

 6-4 = 2       We have two -terms 

Tin

Tp





1  
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*1 T                (3)     

*2 Q                (4)  

  The new relationship, written in terms of  1  and 2  is:- 

  0, 211 f  

  0**,1 QTf     , 0
kV

cp A.w
*, 

2

8
1 







 f
Tf  











kV

cp A.w
 *

2

8
2

f
fT  

** 2QfT                      (5) 

From equation (5) it can be obtained  an relationship connect the peak temperature and heat input. 

From the experimental results we can arrive to the final correlation so (equation 5) leads to final 

empirical equation that can be seen in result.   

 

EXPERIMENTAL WORK  

 

Due to the lack of specialized stir welding machine, a vertical milling machine was used 

with variable turning and linear feed. Because the milling machine is not prepared directly to the 

(FSW), it should be equipped with fixture system. The fixture used was a steel plate with the 

dimension (350mm x 250mm x 15mm) prepared to be suitable with the table of the Milling 

Machine. The purpose of this plate was used to fix the plates to be welded on it by using two special 

steel strips, fig.2 shows the machine with fixture, tool, and plates. The plates were also prevent from 

sliding during welding by clamping along the long edges of the plates. A low alloy steel welding 

tool was manufactured to perform the welding of the aluminum plates. 

Tool consists of two parts: (part no. 1) adopted to the machine spindle. (part no. 2) consists of two 

geometries, one of them called the shoulder and the other called the probe. The plates used in this 

study was AL-alloy (7008H) prepared with the dimensions (200mm x 80mm x 4mm). Each two 

plates were joining together with the friction stir welding. k-type thermocouples have been used for 

measuring the temperature distribution. 

To read various temperatures with time and save them automatically, a device was 

manufactured by Integrated Engineering Services (IES) to be compatible with working conditions. 

This device was used to record the temperatures at the points prepared on aluminum plates. The 

reader was capable to link with a computer for saving the data that obtained. This device and 
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thermocouples were calibrated in (C.O.S.A.C). Five points were pointed out on one face of the 

plates to be welded as shown in Fig. 3. 

 

 

 

 

 

 

 

 

 

 

 

 

Fig. 2:All items used during FSW.                                    Fig. 3:Locations of tested points 

 

Three points (A, B, and C) were shown along the line of welding (12 mm) far away from this line, 

which was chosen because of shoulder dimensions. Points (A and C) were (20 mm) from the edge 

of the plate, while point B was in the center of the plate. Points (E and D) were chosen at right angel 

to the welding line at point B, with (20 mm) between each of them.Special epoxy mixed with some 

powder from the same Al-alloy was used to improve heat transfer between the plate and 

thermocouple. Type k thermocouple was fixed on each hole at the points A, B, C, D, and E by using 

some epoxy.In order to investigate mechanical properties of the welded joints and to evaluate the 

effect of different welding parameters on these properties, tensile test have been conducted. 

 

Fig.4: ASTM sub-size sample for tensile test (ASTM, 2003) 

The tests had been fulfilled in the laboratories of Specialized Institute for Engineering Industries 

(SIEI).Fig. 4 shows the sub size sample for tensile test. 
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RESULTS AND DISCUSSION    

Figures from 5 to 10 represent the results of experimental work. In general, the figures represent the 

relationship between the temperature and time, from Fig.5 it is concluded that the revolution speed 

and linear velocity had a strong effect on the temperature distribution along the welded plates. 

Also, it was noticed that in each curve the peak temperature in( A, B, and C) was affected by the 

location of welding tool which turning in its limited speed. 

The temperature at point (A) began between (30-60)°C then increased highly when the welding tool 

being at the points of testing, after that the temperatures began to decrease gradually while the 

welding tool leave the testing point. 

From the increase and decrease of temperature at the testing points  

This is coincide with point (B) where it's temperature increased as the temperature of point (A) 

decreased because welding tool passing through point (B) while it leaves point (A). 

The highest temperature at point (B) was recorded as the welding tool reaches the point, while it 

began to reduce when the welding tool leave it. The process of increasing and decreasing the 

temperature is also true for point (C). The heat building process at point (B) and (C) was very   

effective factor on the welding process which give more homogenous, smooth and clean welding. 
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Fig.6: Temperature distribution at points               

(A, B and C). 1140 RPM, 1mm/sec. 

 Fig.5:Temperature distribution at points             

(A, B and C).1430 RPM, 1mm/sec. 
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Fig.8: Temperature distribution at point                

(A, B and C). 1140 RPM, 2mm/sec. 

Fig. 7: Temperature distribution at point             

(A, B and C). 880 RPM, 1mm/sec. 
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Fig .10: Temperature distribution at point             

(A, B and C). 700 RPM, 0.1mm/sec. 

Fig.9: Temperature distribution at point              

(A, B and C). 1140 RPM, 3mm/sec. 

 

According to figs. 5,6&7 it was noticed that the increasing of the revolution speed with constant 

linear velocity, the temperature of testing points increased. This is because of (At high rotational 

speed, the relative velocity between the tool and workpiece is high and consequently, the heat 

generation rate and the temperature are also high). 

Fig. 11 represent the curves of temperature distribution at point (B) with various revolution speed 

and constant linear speed. 
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Fig. 12: The effective of rotational speed on the 

peak temperature. 

 

Fig.11: Temperature distribution at point (B) 

with three variable revolution speeds and 

constant linear speed (1mm/sec.). 

(1, 395)

(2, 255)

(3, 197)

150

200

250

300

350

400

450

0 1 2 3 4 5

Welding Speed (mm/sec.)

P
e

a
k

 T
e

m
p

e
ra

tu
re

 (
0
C

)

 

0

50

100

150

200

250

300

350

0 50 100 150 200 250

Time (sec.)

T
e
m

p
e
ra

tu
re

 (
0
C

)

1mm/sec.

2mm/sec.

3mm/sec.

 

Fig. 14: the effective of linear speed on the peak 

temperature of welded plate. 

 

Fig. 13: Temperature distribution at point (B) 

with variable welding speed and constant 

revolution speed (1140 rpm). 
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Fig. 16: the relationship between dimensionless 

peak temperature and dimensionless heat input. 

Fig. 15: the Distance from the welding line 

(700RPM , 0.1 mm/sec.). 

 

The effect of rotational speed on the peak temperature tested point can be shown in Fig. 12. From 

figs.7,8&9 it was noticed that the linear speed has a reverse effect on the increasing of temperature, 

so that with increasing linear speed the temperature become lower and this is because of the fact 

that at high welding velocity (linear velocity), the heat input per unit length decreased and heat is 
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dissipated over a large volume of the workpiece. So the points that tested had no enough time to 

increase the temperature.  

Fig.13 represents the variation of temperature at point (B) with variable welding velocity. Fig.14 

shows the effect of linear speed on the peak temperature of welded plate. 

 

ESTIMATION OF PEAK TEMPERATURE PRACTICALLY. 

The highest temperatures recorded at points E, D, and B which lies on a straight line, were drawn 

against the distance from interface line of welding. This is shown in fig.15. A nonlinear relationship 

was noticed in the figure because the governor heat balance was conduction and convection. 

Extrapolating the line joining the points of testing to get the peak temperature at the interface line of 

welding. The extrapolating procedure was used because it was not easy to measure the peak 

temperature of the interface line of welding directly with the instruments available. The peak 

temperatures are listed below. 

Table  (1): Peak Temperature (experimentally). 

Plate 

No. 

Revolutions Speed 

(rpm) 

Linear Velocity 

(mm/sec) 

Peak Temperature 

(Exp) (°C) 

1 1430 1 430 

2 1140 1 395 

3 880 1 380 

4 1140 1 395 

5 1140 2 255 

6 1140 3 197 

7 700 0.1 320 

Results of peak temperature (Tp) calculation during (FSW) :- 

According to dimensionless correlations used to calculate the peak temperature of eq.(5) with the 

developed correlation. From the present study we have various parameters, linear velocity and 

rotational speed, affected on heat input and peak temperature. So, depending on these parameters 

Fig.16 has been obtained. As can be seen from Fig.16 the data can be fitted by using correlation 

theory and eq.(6) result from the correlation. 

 
 

 *ln0163.0468.0* QT                       (6)  
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By using the equation above the peak temperature has been calculated and listed in table (2). 

Table (2):-  Peak Temperature theoretically. 

Plate No. Revolutions Speed 

(rpm) 

Linear Velocity 

(mm/sec) 

Peak Temperature 

(Exp) (°C) 

1 1430 1  375 

2 1140 1  333 

3 880 1  292 

4 1140 2 260 

5 1140 3 243 

6 700 0.1 385 

 

Tensile Test Results:- 

  To investigate the effect of different welding parameters on tensile strength of welded joint, 

tensile tests were conducted for each joint using three specimens for each of the welded joints and 

the results are averaged. The test results compared with the tensile properties of base metal and the 

welding efficiency for friction stir welding have been calculated for each experiment. 
 

Table (3): Tensile Strength in FSW . 

 
FSW  

No. 

Revolution 

Speed 

(RPM) 

Welding 

Speed 

(mm/sec) 

Tensile 

Strength 

(N/mm2) 

Joint 

Efficiency % 

1st Set 

1 880 1 215.5 81 

2 1140 1 191 72 

3 1430 1 66 26 

2nd Set 

1 1140 1 191 72 

2 1140 2 119 45 

3 1140 3 fail fail 

3rd Set 1 700 0.1 131 49.6 

Base metal - - - 264 - 

 

                  Note:  

 Values of tensile strength are average of (3) specimens. 

 Joint Efficiency = test of tensile strength / ultimate tensile strength (Base metal). 

According to the results obtained it can be noticed that the mechanical properties affected by 

temperature distribution for welded plates as is explained below:- 

The 1st set of readings in table (3), are the results of tensile test which decreasing with the 

increasing of revolution speed while the temperature increased with revolution speed increased (see 
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fig. 12) this means that it's important to select a specified value for revolution speed to get a good 

joint efficiency. 

In the 2nd set of readings in table (3), the result of tensile tests decreasing with increase of 

welding speed, beak temperature decreased too, (see figure (14)), from studying the behavior of the 

welding surface it was clear that the welding is non homogenous one, with rough surface and  with 

some cracks in welding zone. 

In the third part of table (3), due to longer time of welding when compare it with the above sets, 

the time affect the configuration of welding, the first zone of the welded plate shows poor welding 

efficiency joint when compare it with the last zone which shows homogenous and high efficiency 

joint. This was due to the long time which rise the temperature of plate in the last part of the 

process, and means that the preheating process in the last part of plate gives the homogenous, 

smooth, and strong section. This phenomena is agreed with( Richardson, 2003). 

From the above discussion it is clear that we must select the optimum values of revolution speed 

and welding speed to get a good joint because it is not necessary to select high revolution speed or 

low welding speed to get a good joint as shown in the results of tensile tests. 

From these results of mechanical test which shows that the revolution speed (880 RPM) with 

welding speed (1 mm/s) are the best values of experiment in (FSW) that get (81%) welding joint 

efficiency. This welding joint efficiency could be considered as a good result compared with fusion 

welding to the Al-Alloy so the (FSW) for Al-Alloy can be considered a more suitable process. 

CONCLUSIONS  

According to the results of the present study of FSW process on selected Al-Alloy several 

conclusions can be written as follows: 

 Optimum mechanical properties obtained with peak temperature reach to (75%) of melting 

point of plate metal. 

 The maximum weld strength obtained in this study was (215.5N/mm
2
) of 81% weld 

efficiency. 

 We must select optimum welding parameters to obtain good weld and  there is no necessary 

to use high values of revolution speed or linear speed. In the present study the optimum values 

was 880 RPM with 1mm/sec welding speed. 

 A correlation for peak temperature has been obtained.  *ln0163.0468.0* QT   
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